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IHCTUTYT Npobrnem maTepianosHaecTea iM. |. M. ®paHuesmnya HAH Ykpainu, Kuis

Ha ADI (austempering ductile iron) mamepianax, wo i30mepmiuHO 3a2apmo8aHi npu
PI3HUX meMnepamypax, 00CHIONCeHO SNIUE GMICIY MAPeanylo Ha Qasosuil ckiad ma MexamivyHi
enacmusocmi. I[lpoananizosani spazxu ADI 3 emicmom Mn 0,78 % ma 0,24 %. Kinyeea cmpyxmypa
yagyHy cmeopiosanacs 8 pesynemami aycmerizyiouozo naepisy npu 900 °C 3 gumpumroro npomszom
30 x6 ma nodanvutoco i30mepmMiuHo20 capmy8anus 8 piokomy onogi npu memnepamypax 310, 330,
350, 380 °C onsa 3paskie 3 eenuxum gmicmom mapeanyio ma npu 350, 370 °C ons 3paskie 3 manum
emicmom. [lokazano, wo npu 36invuLenti 6Micmy Mapeanyio 30LbULyemMs sl KITbKICMb 3aNUUKOBO20
aycmenimy 3a 00Haxkoeux ymog eapmyeanus. Lle cnpusie nocunennto 0ii TRIP (transformation
induce plasticity) epexkmy ma nozumugno niugac Ha npoyecu smiynenns 3okpema. ADI 3 genuxum
emicmom Mn demoHcmpyoms Uy WEUOKICHb 3MIYHEHHS HA NOYAMKOGIU OLNAHYi HAGAHMANCEHHS,
6invu 6UCOKy meepoicmo ma nioguuyeny oemngyrouy 30amuicmo. Hamomicme, uepes okpuxuyrouy
0ll0 Mapaanyilo maki mamepianu Marome HUXCYI 2PAHUYHI MEXAHIYHI XapaKkmepucmukuy, sKi
BUSHAUAIOMbCA 8 MOMEHM pPYUHYBAHHA. Bcmanosnewo, wjo 3a 0OHAKOBUX YMO8 2apmMySaHHS,
Ooeghopmayis 0o pyuHysanHs ma yOapHa 8 ’A3KiCmb 6 3PA3Kax 3 6eNUKUM GMICIOM MAapeaHyjio
SMEHULYIOMbCA NPAKMUYHO 808iyi. HeeamusHuii ennue mapeanylo Ha epaHuylo 6mMoMu MeHul
Cymmeeuil, OCKIIbKU CXUTbHICMb 00 OKPUXUEHHS KOMUEHCYEMbCA a308UMU NEPEemEOPEHHIMU Y
8EPULUHT MPIYUHU, 1O CIMPUMYE IT PO3NOBCIOONHCEHHS NPU YUKTIUHOMY HABAHMAXCEHH]. 38axcaiouu
Ha me, wo mapeaneys nocunioe 0ito TRIP epexmy ane noziputye onip pyiiHy8anu0, NponoHyEmvcs
BUKOpUCMOBY8aMU 4a8YH 3 nioguugenum emicmom Mn y eupobax, sxi npayioromes 6 YMo8ax
SHOULY8AHHS alle He Ni00alombCsl eKCMPEeManbHUM HaGaAHMANCEHHIM.

Kniouoei cnoea. ADI mamepianu, neeysanns mapeanyem, izomepmiune capmysanusi, TRIP
ehexm, 3anumKo8Ul aQyCmeHim, sMiyHeH s, meepoicmo, OemMn@yroua 30amuicmo.

BI/ICOKOMiL[HI/Iﬁ YaByH 3 KyJsicroio ¢opmoto rpadity (BUIIT) — marepian
HOBOTO TIIOKOJIiHHSI, AKMU HO€JHye BHUCOKY MillHiCTb 1 3a/0BiJIbHYy
IJIACTUYHICTh. 3HAYHUI BHECOK y CTBOPEHHS I[bOTO MaTepiasly B KiHIli MHHYJIOTO
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cTopivusl 3po6usin yKpaincbki BuUeHi npodecop K. I.Bamenko ta iforo yuni, ki
npamoBaiau B KIII i ITIJT HAH Ykpaiau [1-4]. [Togasbiire BJOCKOHAJEHHS 1[bOTO
MaTepiany TIOB'si3aHe 3 BUKOPUCTAHHSIM CIEIiaJIbHOT TepMiuHOI 06po6KH, SKa
oTpuMaJjia Ha3By aycremiepinra (austempering), a yTBOpeHHMH B HACJiJIOK TakKoi
06po6ku yaByH 6yso Hazsano ADI (austempering ductile iron). B Ykpaini neii
HAyKOBUiI HAIIPAMOK po3BuBaioTh criBpobithuku ITIJT (OTIMC) HAH Vkpainu
M. B. Bomomenko [5], B. JI. Haiinek, B. II. Taspumiok, 1. T'. Heixko [6] Ta
iHIIi.

ADI — 11e yaByH 3 YiTKO BUPaXEHOIO MiKPOCTPYKTYPOIO, SdKa CKJAJIAETHCS
3 TactTuH4yactoro ¢epury, sb6arayeHoro ByTIJelleM ayCTeHIiTy Ta KYJsICTOTO
rpadity [7]. 1lg yHiKagIbHA CTPYKTYpa YTBOPIOETHCS TICJIS CIEIiaJbHOI TepMiYHOT
06po6ku — aycremnepitra (austempering) i cKJIaJaeTbes 3 aycTeHiTU3aIli K
900 °C Ta HACTYIHOTO i30TE€PMiYHOTO TapTyBaHHS 3 OXOJIO/KEHHSM B Jlialla30Hi
temniepatyp 280-400 °C [8, 9]. Ha miii cTanii ¢eputoBi 3apo/IKu TTPOPOCTAIOTH
B 3epHa AayCTEHiTHOI MaTpHIli, a OCKiJIbKM PO3UYMHHICTb BYTIJel0 Y (eputi ayxe
HU3bKA, HAJAJIUIIOK BYTJIEIIO TePepo3NOIiIsSeTbCcsa B AyCTEHIT, cTabiri3youn
JOro moJ0 NepeTBOPEHHS B MApPTEHCUT, TijJ 4ac OXOJIOIXKEHHS /10 KiMHATHOI
TemriepaTypu. AJie 36araueHuil ByTJeneM aycTeHIT € MeTacTabGiJibHUM i 4acTKOBO
NepeTBOpIoeThC B MapTeHcuT, Koy ADI yaByH 3a3Hae nJactuuHoi jgedopmaritii
[9-10]. TmaykoBane mmacTuyHOlO [AedOpPMAIli€l0 MapTEHCUTHE TIepeTBOPEHHS
JloCTiKyBaJioch B ctassax 3 novyatky 1970-x pokis. Bono orpumasno naspy TRIP
(transformation induce plasticity) edexry i BAKOPUCTOBYETHCS [IJIsl TIOKPAIEHHS
KOMILJIEKCY X MeXaHiuHux BJaactuBocreit [11]. ¥V cranax cra6imizaimis
3AJUIIKOBOTO AYCTEHITY AocsATaeThesl poparkoBum JeryBanusm [12,13]. Cepen
JIETYIOUUX €JIEMEHTIB HANOGIIBII TOTYKHUM 1 OJJHOYACHO JIENeBUM CTabiTi3aTtopoM
e Mn. Bigomo kinbka kiaciB tak 3Banux TRIP-ctaneir [11] crabinisoBanux
MapranieM. IcHyioTh ctati 3 MaauM — 1o 2 %, cepeqniMm — o 10 % aGo Besukum
— 10 22 % BMicToM Mn.

B ADI wmatepianax OCHOBHUM CTabiTi3aTOpOM ayCTeHITYy € BYTJIellb,
BMicT sikoro csrae 3,6 % Mac., TOMY 3a3BUYail BUKOPUCTOBYETBHCS JIMIIIE
HeBeJIMKA KiJbKiCThb JIOJJATKOBUX JIETYIOUMX eJeMeHTiB. basoBi mpuHIMIU
CTPYKTYPOYTBOPEHHS, 110 PO3po6JeHi 3a [eKiJbKa JecsaTupid, T03BOJHIN
perJlaMeHTyBaTH BMICT Hail6ibin BaxkauBux esneMentis B ADI [8, 9]. 3okpema,
srigao 1o ASTM A897 Bmict maprauiio oomexyerbest 0,3 %.

Y BUMA/IKY perJlaMeHTOBAHOTO CKJIA/Ly cTabGili3allist 3aJUITKOBOTO AyCTEHITY
MOKe OyTH [IOCSITHYTa TeIioBol0 o6poOKoio. B Hammii monepe/Hiit po6orti
[13] posrisiHyTo BIJIMB TeMIlepaTypyu TapTyBaHHSI HAa MeXaHi4Hi BJIACTHUBOCTI.
[Tokazano, mo yHikaJbHa KOMGiHaIlisg BaactuBocTeit ADI (austempering ductile
iron) JlocAaraeTbes MOEAHAHHAM OCOGJUBHUX YMOB TEPMOOGPOGKH Ta ONTUMAJIBHOTO
(a30BO-CTPYKTYPHOTO CTaHy, 3a SKUX MaKcuMaJbHO peanidyerbcss TRIP
(transformation induce plasticity) edekr. 3a mux ymos ADI geMOHCTPYIOTH
MiBUIIEHY TPAHUINIO IUIMHHOCTI, XOPOINY IIJIaCTUYHICTb Ta IPOSBJSIOTH
XapakrepHy g MarepianiB cxuiabHuX Jo TRIP edekry Beamky mBUAKICTD
JecpopMalliitHOro 3MillHEHHSI, OCTAHHE € TIepe[yMOBOIO Mi/IBUIIIEHOT 3HOCOCTINKOCTI
[14].
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3pocTaioua 3ailikaBJIeHicTh B MOJIepPHi3aIlil CKIaay /I TOCUJIeHHS BILIABY
TRIP edexry MmoruByBasa mo posmmpenHsa crektpy ADI matepianiB muasixom
geryBannsm. Cepel ejieMeHTiB, sIKi Hai6ijibllle BILIMBAIOTh HAa MapTEHCUTHE
IlepeTBOPEHH B CIJIaBaX 3aJji3a, OKpiM ByIJeIo, 3a3Buvyail BUIIJSIOTL Mn
ta Ni. B yaBynax 3a HagBHOCTI BeJIMKOI KiJIBKOCTi BYyTJIeNIO, 3HAYHWI BMiCT
crabijiizaropa aycreHity He morTpiben. Ase, B po6ori [15], ne BuUBYAJIM BILJIUB
geryBauass ADI  0,5-1,5 % HikeseM, TOKa3aHa MOXKJUBICTh JJ0OJaTKOBOTO
MOKpalleHHs 1oro BaactuBocTeli. CTOCOBHO BIJIMBY MapraHIi0 Ha BJIACTHBOCTI
BUIII cepen aocaiiHUKIB /10 OCTaHHLOTO Yacy iCHYBaB IIE€BHUU I1eCUMi3M
[16, 17]. IligBumenns BMicTy Mn cripusie ioro cerperaiiii Ha TPAHMISIX 3€epeH,
MOCHJTIOE Kap6i/IOyTBOPEHHS i TUM caMWM 3MEHIIYE TJIACTUYHI XapaKTePUCTUKH
Mmetany. KinmeBuMm edeKkToM € TOTipIIeHHs] MeXaHiYHWX BJIACTUBOCTEN Ta
norana o6Gpo6.oBanictb. [lpore, B poGorax KuiBchbKOi HayKoBoi mmikoau [18]
Bi/I3HAYAETHCSI TO3NUTUBHUN BIJIMB MApTAHINI0 HA BJIACTUBOCTI BUCOKOMIITHOTO
yaByHy. BpaxoByioum, 1mo Mn € ejeMeHTOM, IO TOKPAIIly€e 3arapTOBaHICTDb,
3a3HauveHi BUUIe HEJOJIIKU 3a IIeBHUX YMOB eKCILIyarallii, MOKJINBO KOMIIEHCYBATH
nepearamu B peasisanii TRIP edexkry.

Meta po6oTH: JOCTIANTH BIJINB MAPTAHIIO HA YTBOPEHHS 3aJUIIKOBOTO
AyCTEeHITy Ta BCTAHOBUTH 3B SI30K MiK 3MiHaMu (pa3HOTO CKJIAQLy Ta BIACTUBOCTSIMU
yapyHy. [locijpkeHHs mpoBouimcs Ha 3paskax udaByny (3,44 % C; 2,62 % Si;
0,024 % Cr; 0,54 % Cu; 0,71 % Ni) 3 pisaum Bmicrom Mn: 0,78% ta 0,24 %
mac. KinieBa cTpykTypa 4aByHy (OpMyBaJMCh B Pe3yJbTaTi ayCTeHi3yI0uoTO
nHarpiBy mpu 900 °C 3 Burpumkoio mpotsaroMm 30 XB Ta MOAAJbBINOI i30TepMivyHOT
06po6ku B pigkomy oJioBi mipu Temmneparypax 310, 330, 350, 380 °C mug 3paskiB
3 BeJquKuUM BMicToM Maprasifio ta npu 350, 370 °C ayis 3paskiB 3 MajuM HOTO
Bmictom. Ha 3paskax, oTpuMaHWX 3a pi3HUX pPEXKUMiB TepMOOOPOOKH, 3a
JIOTIOMOT010 peHTreHiBcbKoro ananisy Ha JJPOH 3M 6yno BU3HAUY€HO KiJabKicTh
3QJIMIITKOBOTO AyCTEHITY a TaKOX IMPOBEJeHO KOMILIEKC [IOCJIi/PKEHb 11010
3MiHM MeXaHIYHMX BJIACTHBOCTeH. BUIpoOyBaHHS HA PO3TIT BUKOHYBAJUCS HA
manmui  UTS-100. Busnavanm rpanumio IVIMHHOCTI, G, TPAHMIIO MillHOCTI,
G, BifiHOoCHe BH/OBXKeHHA O. BuMiploBaHHA TBepAOCTI MPOBOAW/IM 32 METOJOM
Bpinesns, ynapuy B'saskicts (KC) BumipiBasu na xonpi K/[-300 na 3paskax
Ge3 Ha/pi3y 3a CTaHAAPTHOIO MeToAuKol0. I'panuiio Bromu (o) Bu3HAuamM 3a
METOMKOIO0, HaBe/leHOIo B poborti [19] nmpu koHCcobHOMY BUTHHI 32 yacToT 2 KI'I1
3 TPaHWYHOIO KijJbKocTI0 KosmBaHb N = 107. [lemmndyiouy 3gaTHicTh MaTepiaay
Bu3Havasy 3rigao [20].

Ha puc. 1 HaBesieni xapakrepHi peHTreHorpamu /g 3paskiB ADI yaByny
3 pi3HuM BMicTOM Mn, 06po6sieHnX 3 i30TepMiYHOI0 BUTPUMKOIO TipoTsiroM 90 xB
mpu 350 °C.

3a oJIHAKOBHUX YMOB TaKoi OOpOOKM Tpu 306iJbIIeHHI BMIiCTy MapraHIlio
KiJTbKiCTh 3a/IMIIKOBOTO AyCTEHITy IIi/[BUIIYETbCS. Y3arajJbHeHi B TaOJHIli
pe3yJbTaT PEHTTEHiBCHKOTO aHaJi3y CBil4aTb Mpo 30iJbIIEHHS BMiCTY
3QJIMIITKOBOTO  ayCTEHITy 3 Ti/BUIEHHSIM TeMmmeparypu. lle BusHavdaeTbcs
0cOo6JINBOCTSIMU  Tlepepo3niofily ¢eputry Ta aycrenity [8, 9]. Teoperuuni
VABJIEHHSI TIPO PYUIiHHI CHJIM IIUX IPOIECiB Ta 3aJIeXKHOCTI BILIMBY TeMIleparypu
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Puc. 1. PeHtreHoBcki cnektpm 3paskiB ADI 3 Bmictom Mn: 0,24 % (a) Ta 0,78 % (6), ll — niHii aycTeHiTy, @ — niHii
eputy.

Ta TPUBAJIOCTI i30TepMiYHOI BUTPUMKH Ha KiJbKICTb ayCTEHITY Y BUCOKOMIITHOMY
YyaByHi po3IVISHyTO B po6oti [6]. 3 1UX ysBJIeHb BUIIMBAE Il OJHA BaK/JIMBa
TEH/IEHIlisl: 32 O/[HAKOBMX YMOB TapTyBaHHSI KiJbKiCTb aycTeHITy 306iJbIIyeThCS
3 T/IBUIIIEHHSIM BMICTY eJieMeHTiB, sKi cTabisni3yoTh aycreHiT. Taky mnoBeiHKY
cnocrepirasm apropu po6oru [15] crocoBHo BrmBYy Ni. IlopiBHSIHHS 1HMX
JlaHUX 3 pe3yJbTaTaMW HalIMX €KCIIePUMEHTIB CBiUUTb HPO OiJblll 3HAUHUI
BIUINB MapTraHIll0 HA 3HUKEHHS MApTEHCUTHOI TOUKM Ta cTabifi3aliio aycTeHiTy
nopiBusiHo 3 Hikesiem [10].

B ny6aikanii [3] 3a3Havasocs, 1Mo TeMneparypa i30TepMiuHOTO TapTyBaHHS
XapaKTepHUM YMHOM BILIMBAa€ Ha KOMILIEKC MEXaHiYHUX BJIACTUBOCTEH: rpaHUld
IJIMHHOCTI Ta TBEPAICTh IMiJBUIIYIOTHCA 3 TeMIeparypolo, TOAi, fAK IJIACTUYHICTb
Ta y/lapHa B’S3KiCTb — 3HWKYIOTbCS. 3 TaOJMIN BUIHO, 110 TaKi 3aKOHOMipHOCTI
36epiraioTbest He3aseskHO Bin ckiamxy ADI matepiamy, ajse KigbKicHi 3HaueHHS
[IAX XapaKTepUCTUK B 3HAUYHIN Mipi 3aJexarb Bijg BMicTy Mn.
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[lopiBHsi/ibHUIA aHaJi3 3HayeHb TPaHUIll [JUHHOCTI Ta TBEPJOCTIi
3pasKkiB, 3arapTroBaHUX 3 OJ[HAKOBOi TeMIilepaTypu, aje 3 pidHUM BMicToM Mn
Jlae HecTo/[iBaHWN i, Ha TepUIui TOTJsA, He Joriuamit pedysabrar. OTpumani
pe3yJbTaTu IPOTUpPIYaTh TBEP/KEHHIO, 1[0 MK TBEP/ICTIO Ta I'PAHUIICIO IIJIMHHOCT]
icHye He TiJIbKU SKiCHUU, ajie i KiJIbKiCHUH 3B’I30K. 3 JaHUX TaGJUIli BUHO, IO
BUIIlY FPaHuIio InHHOCTI MawTb ADI 3 masmum BMictoM Mn TO/li, SIK TBEpAiCTb
BUIIA y 3Pas3KiB 3 BeJUKUM BMicTOM. Taka HEeBi/IIIOBi/[HICTb TOSICHIOETHCS 3
ypaxyBaHHSIM CYYacHUX YSIBJEHb IPO OCOOJUBOCTI TJIacTUYHOI Medpopmariii
B obJlacTi iHJeHTOpa, 3 SKUX BWILIMBAE, IO cepe/Hs aedopmailisi B objacti
Big6uTKy nopiBuioe 8% [21]. Tomy ¢isuuno o6rpyHTOBaHuil KiJibKiCHUIA 3B’ SI30K
icHye Mixk TBepmicTiO Ta AedOpMalliifHUM HAIPY>KEHHSM, SIKe BUMipIOETHCS TIPH
8 % nedopmariii. B posrisiHyToMy BuIlle BUIAJIKY Il€ O3HAYAE, MO ITPU BEJTUKOMY
BMicTi Mn mBuzakicth pedopmartiiiinoro 3miiHeHHst B obJsacti pedopmaiiiii Bij
0 10 8% 3sHauHO BHWINA, HIXK MpH Masomy. Ilpu ananisi MexaHi3MiB 3MillHEHHS
YaBYHiB Heo/{HOpa3oBo [2, 3] BkadyBasoch Ha BusHavyabHy posb TRIP edekrty B
MigBUIIeHH] mBUAKOoCTI 3MminHends ADI.

dazoBuin cknag Ta MexaHidHi BnactusocTi AD| yaByHiB 3 pi3HUM BMICTOM MapraHLo

ggfg;ﬂigf; Bwict [ Kimpkicts [ 6, c, ) KC H/ o, c,

rapTyBaHHs Mn, |aycrenity | MIla | Mlla % HB x/cm? | MITa' | MIla
T, °C % Bar % 00.

310 0,78 34,65 910 1237 | 3.4 | 397 51,5 0,436 | 280

330 0,78 42,67 824 1116 | 2.8 | 345 45 0,419 | 470

350 0,78 43,88 751 1041 3,2 | 347 55 0,462 -

380 0,78 46,59 673 880 3,8 | 323 90 0,48 -

350 0,24 37,52 847 1124 | 6,8 | 327 85 0,385 | 540

370 0,24 38,68 757 1057 9 312 125 0,415 | 510

Ananis giarpaM HaBaHTa)KeHHS 3pasKiB, NP BUIPOOYBaHi HA OHOBICHUIA
pPO3TIT B KOOpJMHATAX iCTUHHE HANPY)XKeHHS — icTMHHA aedopMaltis (0]. - €)
JO3BOJISIE BCTAHOBUTHU 3aJIe’KHICTh IIBUIKOCTI 3MiIlHEHHS dc;]. /de Big CTyIIeHI
nedopmartii (¢). Ictune HAIPYKEHHS, G, Ta iCTUHA nedopmaiiis, e, BU3HAYAIOTHCS

3 ypaxyBaHHSAM IIOTOYHMX 3paska: o, = P/S (P — HaBaHTa)KeHH,
S . — noroune 3HalleP.IH$[ IO mepepisy); € = ln(IHOT/lo), e lmT Ta 10 HO"'[OIIHI/II/I
Ta MOYATKOBHI pO3Mip 3pasKa. Pesyabratu gocimpkens (puc. 2) cBigyars,

IO 3pasKu 3 OiJIbIIUM BUCOKUM Mn JIeMOHCTPYIOTh BUIIY IIBH/KICTh 3MillHEHHS
npu Bcix cTymensix nedopmaiii. Ha 3aseXKHOCTSIX IMBUAKOCTI 3MillHEHHS Bif
cTyrnens nedopmariii (pI/IC. 2 6) BUHO, IIO pu Bcix gedopMallisix, /e mparoe
TRIP edexT, mBuaKicTb 3MillTHEHHSI B 3pa3KaxX 3 BEJWKUM BMiCTOM MapTaHITIO
puOIM3HO BABIYiI BUIIA.

[eit pesysbTaT Mae Ba)KJIWBI IMPaKTUYHI HACJiJKU, aJiKe caMe 3/IaTHICTb
ADI po sminnennsi mig gieto TRIP edexry [9, 13] cupusie yTBOpeHHIO
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HQ/I3BUYAHHO  TBepAMX  IPUINOBEPXHEBUX  MapiB  3eMIe06po6IIOBAIBHOT
TeXHiKM, fKa Ipalioe B yMoBax 3HouryBaHHs [8]. B Hammx mnonepennix
po6oTax MW 3BEpPHYJIM yBary Ha MOKJMBICTb YHPaBJIIHHS M IIPOIECOM 3a
PaxyHOK OITHUMAaJbHOIO BHOOpY TeMIepaTypu i3oTepMiuyHOro rapTyBaHHs |8,
14]. 36isblieHHd BMicTy MapraHillo € He MEHII MOTYXHUM iHCTPYMEHTOM /LIS
aKTUBi3allil IbOr0 MeXaHi3MYy.
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Puc. 2. IcTuHHa giarpama HaBaHTaxeHHs (a) Ta 3aneXHOCTi LWBUAKOCTI 3MiLHEHHS Big cTyneHio gedopmaldii (6)
3paskiB 3 BMictom Mn: 0,24 % (---) Ta 0,78 % (—). T ir = 350 °C, isoTepmiyHa Butpumka 90 xB.

Ocob6mmBicTio MatepiafiB 3 gedopMalliifHO iHIyKOBAaHUM MapTEHCUTHUM
IIePeTBOPEHHAM € iX TMiJBUIeHa CXWJIbHICTh MIOJ0 OINOPY CTaTUYHHUM Ta
[IMHAMIYHUM HaBaHTaXKeHHIM Bromi [22, 23]. Ilpomy crpusie ocoOGJuBHi
JBIHUKOBUIT MeXaHi3M KOMIIeHcallii Halpy>KeHb B YTBOPEHiil MapTeHCUTHii ¢asi.
Leit epexT MMpPOKO BUKOPUCTOBYETHCS B TIPU CTBOPEHHI MEIWYHWX iHIJIAHTIB 3
MapTeHCUTHUX THTaHoBHX ciasi [20]. Voro peamisamis B ADI Takox Gaxkana
JUIS eJIeMEHTiB KOHCTPYKIIi#, 1110 TPaloi0Th B PEKUMI JTMHAMIYHUX HAaBAHTAKEHD
Ta Bi6parii.

Bnsus Temneparypud i30TEPMiUYHOIO TapTyBaHHSI Ha XapaKTepPUCTUKU
neMmiipyBaHHS ONMCaHi B HamIiii Tomepexaniit po6oti [22], ge O6yro
IIPOJIEMOHCTPOBAHO, IO 3 MiJBUIIEHHAM TeMIIepPaTypy i30TepMiYHOTO TapTYBAHHSA
(to6To 3i 36i/IBIIEHHSIM BMICTY 3aJHUIIKOBOTO AYCTEHITY) MiIBUIIYETHCA
JeMiigyioua 3/1aTHICTb MaTepiamy.

[lns mocnijpkeHHsT 3/1aTHOCTI /10 JieMTIpyBaHHSI 3aCTOCOBAHA METO/INKA
kBasicrarmuynoro HaBaHTaxkeHHs [20]. [llo6 orpumaru TricTepesucHy MeTJIIO,
3pa3oK TicJsg TEeBHOI TJIACTWYHOI MedopMallii MOBHICTIO PO3BAHTAXKYBABCS [10
c = 0 3 Takom X MBUAKICTIO, SK i TpPW HABAHTA)KEHHi, IICJS YOTO TTOBTOPHO
HaBaHTa)KyBaBcsi 3 1lielo K mBuUAKicTio. Ilg omnepaniss nosroproBasach
6araTopa3oBo MpHU Pi3HUX TONepPeaHiX aedopMariisx.

[lemndyrouy 3aarHicTb  Marepiasly  XapakTepU3yBaJM — BHYTPIlHIM
teprsiMm  Q7': BHM3HAuaJ M i3 CIIBBIJIHOIIEHHSI MiXK ILJIOIIEl0, 10 OOMeKeHa

8 HaykoBo-texniunuii sxypHaa "MeTa103HaBCTBO Ta 06po6Ka MeTaiB" 4'2021



CTpykTypa Ta (pisamko-mexaHiuHi BIacTUBOCTi

nerJielo ricrepesucy AW, Ta IJIOIIEIO IIiJi HAaBAHTaKYIOUUM CeIMEHTOM KPHBOI
HaTpy:KeHHs-edopmaitii. XapaKTepucTHKY BHYTpilHboro Tepts Q' Bu3HauYa M
3a $popMy.JI0I0:

Q'=AW /21W, )
ge AW = Jode = Jedo — inrerpan Hanpyru (a6o medopmaillii) B3AOBK MeK
3aMKHYTOI TeTJi rictepesucy; W — moBHa eHeprisl gedopmariii.

XapakrepHi fiarpaMu KBasicTaTMYHUX BUIPOOYBaHb HaBe/leHi HA puc. 3.

1600
1400 | =17340x + 18,58
1200
1000

HanpywenHus, MMa

o 0,01 0,02 0,03 0,04 0.05 0,08
Dedopmayin

1400
1200 y = 167289« - 34,997
1000
800
600

Hanpyxenusn, MMa

400

0 0,01 0,02 0,03 0,04
Aedropmauin

Puc. 3. Kpusi KBasicTaTU4HOrO HaBaHTaXEeHHsA 3paskiB 3 pisHum Bmictom Mn: 0,24 % (a) Ta 0,78% (6 ), T..=
350 °C, isoTepmiuHa Butprmka 90 xB.
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MarematuHa o6po6Ka Oflep:KAHUX JAaHUX J[O3BOJIMJIA BCTAHOBUTH BILTUB
noniepeiHboi edopmaliii Ha cXuibHiCTh A0 aAemidyBanug. [li pedymbratn
HaBeJleHi Ha puc. 4.

0,022

0,02
0,018
0,016
0,014 |-
0,012

0,01

0,008

Hedopmyloya agaTHicTh

0,006

0,004
0 0,005 001 0015 002 0025 003 0035 0,04

Crynive gedopmanii

Puc. 4. 3anexHicTb gemndytodoi 34aTHOCTI Bif cTyneHs aedopmadii 3paskis 3 pisHum Bmictom Mn: 0,24 % (@)
T2 0,78% (W).

3 HaBe/leHUX pe3yJbTaTiB BHU/IHO, MO Marepiasa 3 GiibmiuM BMicToM Mn
JIEMOHCTPY€E OiJIbIIl BUCOKY 3ATHICTh 10 /eMIpyBaHHS HA MMOYATKOBIH JiJISTHIN
KPUBOI HaBaHTA)KEHHH, LI0 BAXK/AMWBO /I TaciHHA NIKOBUX HaBaHTa)KeHb Ha
BUpOOH, SIKi MPAIIOIOTh B YMOBAX MPYKHUX i MAJUX IJIACTHYHUX JedopMariiii.

Haii6inpm ckpaHMM YWHOM MapraHellb BILITMBAae Ha omip Bromi. g
XapaKTepucTuKa, K i yJapHa B'g3KicTb Ta Aedopmaiis 10 PYWHYBaHHS
BiTHOCATBCS /10 TPAHWYHUX XapaKTePUCTUK Marepiamxy, TOOTO [0 THUX. IO
BU3HAYAIOThCSI B MOMeHT pyiiHyBanHs /[lani HaBejmeHi B TaG/mIli CBiuaTh, 110
36iJIbIIIEHHS BMiCTy Maprasifio 3MeHIIye gedopMalliio 0 pyiHyBaHHS Ta yAapHY
B’43KiCTb IPAKTUYHO B/BiYi, 1110 MOXXHA IOSICHUTH OKPUXUYYIOUOKO [i€I0 I[bOTO
enementy [16, 17]. HaBeneni Ha puc. 5 pe3yJbTaTu CBi{4aTh PO Te, MO 3HAYEHHS
TpaHUIli BTOMM 36iJbINYETHCS 3 TEMIEPATypoi0 i30T€pMiUYHOTO TapTyBaHHSI, a
IIPYU CIIIBCTAaBHUX yMOBAX TapTyBAaHHA XOYa BOHM 3AJMIIAIOTHCA JIE€I0 BUIIAMHU B
Marepiaji 3 MaJUM BMICTOM MapraHIfo, aje Is pisuuisd He nepeBuinye 10 %.

To6To, HerarMBHMI BIIUB MApraHIlio HA TPAHUINIO BTOMU MEHII CYTTEBWUIA,
Hi)K Ha iHIII TrpaHuyHl XapaKTepPUCTUKH, OCKIJIbKUA OKpUXYyloua [id I[bOro
eJIeMeHTY KOMITEHCYEThCS (PA30BUMU TIEPETBOPEHHSIMU Yy BEPIIWHI TPIlUHU, IO
cTpuMy€e ii PO3MOBCIO/KEHHST Mpu BTOMi. OueBUHO, 1O 3aXUCHUN MeXaHi3M
nocuJoeTbes 1pu 36iabiienHi BBy TRIP-edekty.
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200

700 §
600 K

= e

400

300 :x

200

Hanpy:xeHHAa, MlMa

100 |

0 . .
0 2500000 5000000 7500000 10000000

KinkKicTe UMKNIB

Puc. 5. 3anexHicTb Hanpy>XeHHst BTOMHOrO pyWHYBaHHS Bif, KiNbKOCTi LIMKMIB 3paskiB 3 pi3HMM BMiCTOM MapraHLo,
3arapToBaHuX Big pisHuXx TemnepaTtyp: @—0,78 % Mn, T, =310°C; ¢ -0,78 % Mn, T, =330 °C; a-0,24 % Mn,
T, =350 °C; cTpinkoto nosHaveHa rpaHuusa BTOMU, o, Ha 6a3i x10°8 umkni..

Takum unHOM, 36iJIbIIIEHHS] BMICTY MApraHIlio CIpUsiE€ MiJBUIIEHHIO BMIiCTY
3aJIMIIKOBOIO ayCTEHITY 3a O/HAKOBUX YMOB rapTyBaHHs. BriuB maprasijio Ha
YTBOPEHHS 3QJIMITKOBOTO AyCTEHITY € OiJIbIll 3HAYHUM, HiXK BILJIMB HiKeJIIO.

3a o/{HAaKOBMX yMOBaXx rapTyBaHHS BUIILY TPAHUIO IJIMHHOCTI MaloTb ADI
3 MaJUM BMicTOM Mn, ToAi, SIK TBepiCThb BUIIA y 3Pa3KiB 3 BEJMKHUM BMiCTOM.
Pisna uyyT/mmBicTb IIMX XapaKTePUCTUK 3MillHEHHS [0 BMicTy Mn MHOSICHIOETHCS
nocusienuaM Aii TRIP edexkry Ha mBuaKicTb 3Mil[HEHHS Ha [MOYATKOBIN AiJsHIL
HaBaHTaKEHHS B MaTepiaJjaX 3 BUCOKUM BMIiCTOM MapraHIlio.

Hedopmaitist 10 pyiiHyBaHHS Ta y/lapHa B'S3KicTb 1py 36iJbIIIeHH] BMiCTY
Mn 3MeHIIYIOTbCS NPAKTUYHO B/Bivi. BrnmB Maprasiio Ha omip BTOMi MeHII
CYTTE€BUH, OCKiJIbKM HEraTUBHUN BIJIUB CTPYKTYPHUX (DAKTOPiB, SIKi CIIPUSIOTH
OKPUXYEHHIO KOMIIEHCY€eTbCs (Pa30BUMU MIePETBOPEHHSIMU Y BEePIIUHI TPilllMHU, 1110
CTpUMY€ i1 HOIKUPEHH IIPU BTOMi.

3Baxkaiouu Ha Te, 110 Maprasenp nocuioe fitlo TRIP edekty ane noripiiye
OIlip PYWHYBaHHIO, YaBYH 3 MiJABUIIEHMM BMicTOM Mn [0OIiJIbHO BUKOPUCTOBYBATH
y 3MiHHUX JleTaJisIX TPYHTOOOPOOHOT TeXHiKM, 3HOIIYBAHHS SIKMX BiJlGyBaeTbCs
il Jli€l0 MaJMX 30BHIIIHIX HaBaHTaxkeHb (JlalM KyJbTUBATOPIB, PO3MYIIyBaui,
TOIIIO).
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K. O. Gogaev, Yu. M. Podrezov, S. M. Voloshchenko, M.G Askerov, M.V. Minakov
Sensitivity to Mn content mechanical properties of phase composition of ADI
Summary

The effect of manganese content on the phase composition and mechanical properties
was studied on ADI materials that are isothermally quenched at different temperatures.
ADI samples with Mn content of 0.78 % and 0.24 % were analyzed. The final structure of
the cast iron was created by austenitizing heating at 900 °C for 30 minutes. and subsequent
isothermal quenching in liquid tin at temperatures of 310, 330, 350, 380 °C for samples
with high manganese content and at 350, 370 °C for samples with low content. It is
shown that increasing the manganese content increases the amount of residual austenite
under the same quenching conditions. This enhances the positive role of the TRIP
effect on the hardening processes. In particular, ADI with a high content of Mn show a
higher rate of strengthening at the initial region of loading diagram, higher hardness and
increased damping capacity. Instead, due to the embrittlement action of manganese, such
materials have lower mechanical characteristics, which determined fracture moment. It
was found that for the same quenching conditions, deformation to fracture and toughness
are reduced by half on samples with higher manganese content. The negative effect
of manganese on the fatigue is less significant, because the embrittlement action is
compensated by phase transformations in the crack head, which inhibits its spread under
cyclic loading. Due to the fact that manganese enhances the positive role of the TRIP
effect but decrease fracture riisistance, it is proposed to use ADI materials with high Mn
content in products that operate in conditions of wear but are not subject to extreme
stress.

Keywords: ADI materials, manganese alloying, isothermal hardening, TRIP
effect, retained austenite, strengthening, hardness. damping capacity.
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